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The present invention relates to a nanowire sensor and 
method for forming the same. More specifically, the nanowire 
sensor comprises at least one nanowire formed on a substrate, 
with a sensor receptor disposed on a surface of the nanowire, 
thereby forming a receptor-coated nanowire. The nanowire 
sensor can be arranged as a sensor sub-unit comprising a 
plurality of homogeneously receptor-coated nanowires. A 
plurality of sensor subunits can be formed to collectively 
comprise a nanowire sensor array. Each sensor subunit in the 
nanowire sensor array can be formed to sense a different 
stimulus, allowing a user to sense a plurality of stimuli. Addi-
tionally, each sensor subunit can be formed to sense the same 
stimuli through different aspects of the stimulus. The sensor 
array is fabricated through a variety of techniques, such as by 
creating nanopores on a substrate and electrodepo siting 
nanowires within the nanopores. 
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NANOWIRE SENSOR, SENSOR ARRAY, AND 
METHOD FOR MAKING THE SAME 

PRIORITY CLAIM 

The present application is a Divisional application of U.S. 
patent application Ser. No. 10/868,755, filed Jun. 14, 2004, 
entitled "Nanowire sensor, sensor array, and method for mak-
ing the same," which claims the benefit of priority of U.S. 
Provisional Patent Application No. 60/477,838, filed Jun. 12, 
2003, entitled "Controllable Growth of Individually Addres-
sable Nanowires" and U.S. Provisional Patent Application 
No. 60/477,841, filed Jun. 12, 2003, entitled "Nanowire Sens-
ing Array for Identification of Chemical Species." 

STATEMENT OF GOVERNMENT INTEREST 

This invention described herein was made in the perfor-
mance of work under a NASA contract, and is subject to the 
provisions of Public Law 96-517 (35 USC 202) in which the 
Contractor has elected to retain title. 

BACKGROUND OF THE INVENTION 

(1) Technical Field 
The present invention relates to a nanowire sensor, sensor 

array, and method for making the same. More specifically, the 
present invention relates to a system and method for the 
fabrication of a conductometric sensor array comprising 
nano-sized wires. 

(2) Description of Related Art 
A molecular sensor system offers many advantages over 

conventional sensor systems. In addition to allowing dense 
packing of individual sensors, the molecular nature of such a 
system allows for the detection of very low concentrations of 
analyte. For sensors where analyte contacts the sensor surface 
(non-spectroscopic methods), a change in a characteristic of 
the surface, such as conductivity, capacitance, temperature, 
resonance frequency, or color, signals the presence of analyte. 
In conductometric sensors, response is measured as change in 
conductivity. Conductometric sensors have been made with a 
variety of sensing materials, including metals, metal oxides, 
inorganic semiconductors, polymer-carbon composites, and 
conducting polymers (including organic semiconductors). 
The mechanism of conductivity change is not the same in all 
materials, but in all cases, contact with an analyte results in a 
change in the conductivity of the sensing material. The 
change is measured as a change in resistance, measured in 
voltage. 

In array based sensing systems, also known as electronic 
noses for vapor sensing, the sensors have overlapping sensi-
tivities and the response is read as a pattern across the array. 
Each sensor responds to compounds in a different degree (or 
manner) from other sensors, resulting in a pattern of 
responses unique to each compound. Compounds are then 
identified using pattern-recognition software designed for 
that purpose and based on laboratory training sets. The mag-
nitude of responses may be used to quantify the analyte with 
well-characterized sensor sets. 

A desirable technique for designing a highly sensitive con-
ductometric sensor is to make the sensing material as thin as 
possible. Chemical compounds contacting the surface will 
change the conductivity of the surface, but in a thick film, 
such a change may be too small to result in a measurable 
response. Measurement of the responses in these nanosensor 
systems requires a specifically designed system. 

2 
Therefore, a need exists in the art for a conductometric 

sensor array that requires little power to operate, is easy to 
manufacture, and whose size will provide for applicability in 
areas where space is limited. 

5 	Additionally, the growth of nanowires is a complex and 
high-cost procedure, providing little control over the process 
or result. Present applications allow for the fabrication of 
nanowires without the ability to either control their growth or 
their direction. 

10 	Therefore, a need exists in the art for the ability to fabricate 
a nanowire using a controlled-growth process to actively 
select the dimensions, positions, and alignments of nanow-
ires. 

15 	
SUMMARY OF THE INVENTION 

The present invention relates to a nanowire sensor. The 
nanowire sensor comprises at least one nanowire formed on a 

20  substrate; and a sensor receptor disposed on a surface of the 
nanowire, forming a receptor-coated nanowire. The nanowire 
sensor further comprises a sensor sub-unit comprising a plu-
rality of homogeneously receptor-coated nanowires. 

In another aspect, the nanowires are formed from a metallic 
25 substance, the metallic substance being selected from a group 

consisting of a metal and a metal oxide compound. 
In yet another aspect, the sensor receptor is a formed from 

a conductive material. The conductive material is a material 
selective from a group consisting of metal and a conducting 

30 polymer. The conducting polymer is selected from a group 
consisting of polyanilines, polythiophenes, polypyrroles 
[1,2], conducting polymer-metal oxide, and polymer-metal 
composites. 

Furthermore, the nanowire sensor further comprises a plu- 
35 rality of sensor subunits, the plurality of sensor subunits col-

lectively being a nanowire sensor array. Each sensor subunit 
in the nanowire sensor array is formed to sense a different 
stimulus. 

In another aspect, the present invention comprises a 
40 method for creating a nanowire sensor array. The method 

comprises acts of fabricating a nanotemplate with nanopores 
on a substrate for growing nanowires; electrodepositing the 
nanowires within the nanopores on the nanotemplate in dis-
tinct subunits, each subunit consisting of a plurality of nanow- 

45 ires and having two contact sides; and electrodepositing a 
sensor layer on top of the nanowires to form a nanowire 
sensor array. 

In the act of fabricating a nanotemplate, the nanotemplate 
comprises a layer of aluminum on a silicon substrate. 

50 Additionally, the act of fabricating a nanotemplate further 
comprises an act of patterning the layer of aluminum with 
parylene. In the act patterning the layer of aluminum with 
parylene, an aluminum thin film is patterned on a silicon 
substrate using electron-beam lithography to define sensing 

55 sub-units. 
In another aspect, in the act of fabricating a nanotemplate, 

a portion of the layer of aluminum is anodized to form nan- 
opores, thereby creating a portion of a nanotemplate of anod- 
ized alumina and a portion of a nanotemplate with unanod- 

60 ized aluminum, the anodized portion having the nanopores. 
Furthermore, the act of electrodepositing the nanowires 

within the nanopores on the nanotemplate further comprises 
acts of depositing an insulating layer on a surface of the 
portion of the nanotemplate with unanodized aluminum; an 

65 act of depositing a patterned metallic contact layer on the 
nanotemplate; an act of vacuum depositing a thick insulating 
substrate to support the substrate; and an act of immersing the 
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4 
nanotemplate in a plating bath of a contact material to allow 	aluminum layer using an etchant to expose the sensor layer; 
the contact material to grow up through a nanopore and create 	and partially removing the anodized alumina layer to main- 
a nanowire. 	 tain the structural integrity of the nanowire sensor array. 

Additionally, in the act of electrodepositing the sensor In another aspect, the second metal nanoelectrode is a 
layer, e-beam lithography is used to disconnect individual 5 material selected from a group consisting of gold, platinum, 
nanowires and create new, selective interconnects. nickel, and palladium. 

Furthermore, in the act of electrodepositing the sensor 
	

In yet another aspect, the present invention comprises a 
layer, the sensor surface layer is electrodepo sited in selected 

	
method for growing nanowires. The method comprises acts of 

sub-unit areas to form an electrical nano-contact made of 
	

depositing a set of extrinsic layers on a substrate; removing a 
sensor material. 	 io portion of the extrinsic layers to form an electrolyte channel; 

Additionally, the act of electrodepositing the sensor layer 	and electrochemically growing a nanowire in the electrolyte 
further comprises acts of creating an electric field during 	channel. 
electrodeposition of the sensor surface layer to guide direc- 	The method further comprises an act of preparing the sub- 
tional growth of the electrodepo sited material; an act of hold- 	strate using a standard RCA procedure prior to the act of 
ing select subunits at an appropriate electrical potential to 15 depositing a set of extrinsic layers on a substrate. 
prevent electrodeposition of a particular sensor surface on the 

	
Additionally, the act of depositing a set of extrinsic layers 

select subunits, such that distinct subunits can be created with 
	

further comprises an act of depositing an insulating layer. The 
different sensor surfaces. 	 insulating layer is deposited using a technique selected from 

In yet another aspect, the method for creating a nanowire 	a group consisting of low-pressure chemical vapor deposition 
further comprises acts of coating a contact layer on at least 20 (LPCVD) technique and oxide diffusion. 
one contact side of at least one subunit after the act of elec- 	In another aspect, the act of depositing a set of extrinsic 
trodepositing the sensor layer; and patterning at least one 

	
layers further comprises an act of depositing an adhesion 

contact side in a selected series-parallel configuration after 
	

layer and a contact layer. 
the act of electrodepositing the sensor layer. 	 In the act of depositing an adhesion layer and a contact 

Additionally, in the act of electrodepositing the sensor 25 layer, the layers are deposited using a liftoff technique. Addi- 
layer, the sensor layer is a conducting polymer selected from 	tionally, the act of depositing a set of extrinsic layers further 
a group consisting of polyanilines, polythiophenes, polypyr- 	comprises an act of depositing a layer of silicon oxide. In the 
roles [1,2], conducting polymer-metal oxide, and polymer- 	act of depositing a layer of silicon oxide, the layer of silicon 
metal composites. 	 oxide is thermally deposited. 

Furthermore, in the act of depositing the patterned metallic 30 	Furthermore, the act of removing a portion of the extrinsic 
contact layer on the nanotemplate, the patterned metallic 

	
layers further comprises an act of selectively opening the 

contact layer is formed from a material selected from a group 
	

deposited layer of silicon oxide to form an electrolyte chan- 
consisting of gold, platinum, nickel, and palladium. 	 nel. In the act of selectively opening the deposited layer of 

In another aspect, the method for creating a nanowire sen- 	silicon oxide, the deposited layer of silicon oxide is selec- 
sor array comprises acts of fabricating a nanotemplate with a 35 tively opened using e-beam patterning and reactive ion etch-
nanopore on a substrate; electrodepositing a nanowire in the 

	
ing. 

nanopore; electrodepositing a sensor layer in the in the nan- 	The act of electrochemically growing a nanowire in an 
opore such that the sensor layer is in contact with the nanow- 	electrolyte channel further comprises acts of placing a drop of 
ire; electrodepositing a nanowire in the nanopore such that the 	electroplating solution on the electrolyte channel; and apply- 
nanowire is in contact with the sensor layer; and exposing the 40 ing an electric potential between the electrodes. 
sensor layer. 	 In the act of applying an electric potential between the 

In the act of fabricating a nanotemplate with a nanopore on 	electrodes, a nanowire grows from the cathode to the anode 
a substrate, the nanopore template comprises a layer of alu- 	through the channel to fill the width and length of the channel. 
minum on a silicon substrate. 	 Additionally, in the act of depositing a set of extrinsic 

In yet another aspect, the act of electrodepositing a sensor 45 layers on a substrate, the substrate is comprised of silicon. 
layer in the nanopore further comprises an act of depositing a 

	
In yet another aspect, the present invention comprises a 

metal nanoelectrode from a liquid electrolyte to create a 	method for nanowire fabrication, comprising acts of depos- 
nanoelectrode base within the nanopore. In the act of depos- 	iting a set of extrinsic layers on a substrate; and removing a 
iting a metal nanoelectrode, the metal nanoelectrode is a 	portion of the extrinsic layers to create nanowires on the 
material selected from a group consisting of gold, platinum, 50 substrate. 
nickel, and palladium. 	 The act of depositing a set of extrinsic layers further com- 

Additionally, the act of electrodepositing a sensor layer in 	prises acts of depositing a thin substance on the substrate, the 
the nanopore further comprises an act of electrodepositing a 	thin substance being a substance selected from a group con- 
sensor layer in selected sub-unit areas. 	 sisting of photoresist and polymethylmethacrylate (PMMA); 

In another aspect, the act of electrodepositing a sensor 55 and depositing a layer of metal on the substrate. In the act of 
layer in the nanopore further comprises acts of creating an 

	
depositing a layer of metal on the substrate, the layer of metal 

electric field during the electrodeposition of the sensor layer 
	

is deposited using a metal sputtering technique. Additionally, 
to guide directional growth of the electrodeposited material; 

	
layer of metal is a metal selected from a group consisting of 

holding select subunits at an appropriate electrical potential 
	

platinum and titanium. 
to prevent electrodeposition of a distinct sensor layer on 60 	The act of removing a portion of the extrinsic layers further 
select subunits, such that distinct subunits can be created with 

	
comprises acts of etching the layer of metal at normal inci- 

different sensor layers; and depositing a second layer of a 
	

dence to produce nanowires along with steps in the substrate; 
metal nanoelectrode on the sensor layer to create a contact 	and applying an oxygen plasma to remove the thin substance. 
with the sensor layer. 	 Additionally, in the act of etching the layer of metal, the layer 

Additionally, the act of exposing the sensor layer further 65 of metals is etched using an ion milling technique. 
comprises acts of patterning at least one metal nanoelectrode 

	
Finally, it can be appreciated by one in the art that the 

with E-beam lithography; selectively etching the unanodized 
	

methods described herein may operated manually and/or 
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computer-controlled, and that the instructions for the meth-
ods may be incorporated into a computer program product 
such as an optical or magnetic storage medium. 

BRIEF DESCRIPTION OF THE DRAWINGS 

The objects, features and advantages of the present inven-
tion will be apparent from the following detailed descriptions 
of the preferred aspects of the invention in conjunction with 
reference to the following drawings, where: 10 

FIG. 1 is an illustration of an "in-plane" nanowire sensor 
array according to the present invention; 

FIG. 2A is an perspective-view illustration of a sub-unit of 
the "in-plane" nanowire sensor array shown in FIG. 1; 

FIG. 2B is a side-view illustration of a sub-unit of the 15 

"in-plane" nanowire sensor array shown in FIG. 1; 
FIGS. 3A-3I are perspective-view illustration of the vari-

ous acts of a method for making an "in-plane" nanowire 
sensor array according to the present invention, along with an 
exploded side-view depicting nanopores in the sensor array; 20 

FIG. 4 is a magnified photograph of a set of nanopores 
(formed as honeycomb structures) on a surface of an nanow-
ire sensor array of the present invention, shown after anod-
ization; 

FIG. 5 is a magnified photograph of a set of electrodepos- 25 

ited gold nanowires formed using Whatman Anodisc tem-
plates; 

FIG. 6 is an illustration of a "cross-plane" nanowire sensor 
array according to the present invention; 

FIGS. 7A-7T are perspective and side-view illustrations of 30 
the various acts of a method for making a "cross-plane" 
nanowire sensor array according to the present invention; 

FIGS. 8A and 8B is a perspective-view and side-view 
illustration of the structure used for the electrochemical wire 
growth, depicting the electrodepo sited layer between elec- 35 
trodes; 

FIG. 9 is a magnified photograph of the electrodepo sited 
nanowires grown between electrodes; 

FIG. 10 is a magnified photograph of double nanowires 
with a common electrode; 	 40 

FIG. 11 is a graph representing the measured wire growth 
potential responses as a function of deposition time; 

FIG. 12 is a graph representing the resistance change 
between the anode and cathode as a function of deposition 
time; 	 45 

FIGS. 13A-13E are side-view illustrations of the various 
acts of a method for fabricating a nanowire using ion milling 
on steps (IMOS); and 

FIG. 14 is a magnified photograph of the resulting nanow- 
ires fabricated using IMOS. 	 50 

DETAILED DESCRIPTION 

The present invention relates to a nanowire sensor, sensor 
array, and method for making the same. More specifically, the 55 
present invention relates to a system and method for the 
fabrication of a conductometric sensor array comprising 
nano-sized wires. The following description, taken in con-
junction with the referenced drawings, is presented to enable 
one of ordinary skill in the art to make and use the invention 60 
and to incorporate it in the context of particular applications. 
Various modifications, as well as a variety of uses in different 
applications, will be readily apparent to those skilled in the 
art, and the general principles, defined herein, may be applied 
to a wide range of aspects. Thus, the present invention is not 65 
intended to be limited to the aspects presented, but is to be 
accorded the widest scope consistent with the principles and 

6 
novel features disclosed herein. Furthermore, it should be 
noted that unless explicitly stated otherwise, the figures 
included herein are illustrated diagrammatically and without 
any specific scale, as they are provided as qualitative illustra-
tions of the concept of the present invention. 
(1) Introduction 

In the following detailed description, numerous specific 
details are set forth in order to provide a more thorough 
understanding of the present invention. However, it will be 
apparent to one skilled in the art that the present invention 
may be practiced without necessarily being limited to these 
specific details. In other instances, well-known structures and 
devices are shown in block diagram form, rather than in 
detail, in order to avoid obscuring the present invention. 

The reader's attention is directed to all papers and docu-
ments which are filed concurrently with this specification and 
which are open to public inspection with this specification, 
and the contents of all such papers and documents are incor-
porated herein by reference. All the features disclosed in this 
specification, (including any accompanying claims, abstract, 
and drawings) may be replaced by alternative features serving 
the same, equivalent or similar purpose, unless expressly 
stated otherwise. Thus, unless expressly stated otherwise, 
each feature disclosed is one example only of a generic series 
of equivalent or similar features. 

Furthermore, any element in a claim that does not explic-
itly state "means for" performing a specified function, or 
"step for" performing a specific function, is not to be inter-
preted as a "means" or "step" clause as specified in 35 U.S.C. 
Section 112, Paragraph 6. In particular, the use of"step of or 
"act of in the claims herein is not intended to invoke the 
provisions of 35 U.S.C. 112, Paragraph 6. 

The description outlined below sets forth a nanowire sen-
sor, sensor array, and method for making the same. A sensor 
array according to the present invention is fabricated such that 
portions of the sensor array are individually addressable. 
(2) Discussion Nanowire Sensor and Nanowire Sensor 
Array 

Nanowire sensor arrays made according to the present 
invention are capable, as a non-limiting example, of detecting 
chemical compounds in air. This description presents a 
molecular electronic sensor formed of a nanowire array, as 
well as a method for making the same. The sensor comprises 
an ordered array of nanowires arranged in subunits. In a 
specific embodiment, the sensor comprises an ordered array 
of nanowires arranged in a set of (e.g., nine) distinct and 
independent (e.g., one micrometer squared (µm 2)) subunits. 
The nanowires support active sensing surfaces and form a 
connected set of sensors in an ultra-dense system on a sub-
strate (typically silicon). In a specific embodiment, the 
nanowires are twenty nanometers in diameter spaced 30 
nanometers apart, resulting in a density of 10 ~ i  centimeters -2  

(cm 2). 
This system of connected nanowires is used to identify and 

quantify chemical species according to the pattern of 
response across the array of subunits. Nanowires within a 
subunit are connected in a series-parallel configuration, to 
provide both signal amplification and defect tolerance. The 
active sensing surfaces, or receptors, are conductive materials 
which form one portion of the series connection for a string of 
nanowires. Sensor responses are measured as the change in 
conductivity across the sensing surfaces when analyte mol-
ecules contact the surface. Sensor materials are selected to 
provide sensitivity to the broadest possible suite of analytes; 
materials are selected based on the target analytes, and, as 
non-limiting examples, include conducting polymers such as 
polyanilines, polythiphenes, and polypyrroles, and conduct- 
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ing polymer-metal oxide and polymer-metal composites, 
such as polyaniline-Ti0 2 . All of these materials respond to the 
presence of chemical compounds at their surface with a 
change in conductivity, as the potential energy surfaces of the 
sensor are altered by sorbed molecules. The conductivity 5 

change, measured as resistance, may be as little as one ohm in 
one megaohm (0.0001 %) for parts per billion (ppb) concen-
trations and lower. The magnitude of change is related to the 
concentration of analyte molecule. Using, for example, nine 
distinct sensing materials, it is possible to create a library of io 
response patterns for hundreds of compounds. In an example 
application, pesticides were utilized as target analytes in test-
ing due to their structural similarity to many chemical warfare 
agents. 

Desirably, the entire sensing system is constructed electro- 15 

chemically; the template in which the nanowires are grown, 
the nanowires, and the sensing surfaces (receptors) are fabri-
cated electrochemically. The electrochemical fabrication 
approach allows a high degree of specificity in the location 
and chemical identity of a deposit, as well as a high degree of 20 

control over its thickness. Electrochemical fabrication meth-
ods also enable inexpensive scale-up for producing fully 
functional systems. 

Rapid detection and identification of chemical species at 
low concentration depends both on sensor thickness and on 25 

selection of the sensing material. As just mentioned, use of 
electrochemical deposition allows a high degree of control 
over the sensor thickness. This provides the ability to fabri-
cate highly sensitive sensors that may be as thin as a mono-
layer of sensing material. Use of very thin sensor surfaces also 30 

yields rapid response and recovery times. Polymer and metal 
oxide-based sensors have been shown to be very robust, and 
can be re-used many times. 

The selection of active sensing materials is made by mod-
eling the interaction of target molecules with candidate sens- 35 

ing materials and by modeling the response of the array of 
subunits to target compounds. For unambiguous identifica-
tion of compounds, is important to select sensing materials 
with strong responses to target compounds and which create 
significantly different patterns across the sensing array. To 40 

help select these materials modeling is performed both for 
rational selection of sensing materials and to simulate array 
response for use in developing appropriate pattern recogni-
tion software. Successful development of a model that can 
simulate the response of an array will also allow character- 45 

ization of compounds not on the target list. 
The present invention demonstrates the practical use of 

(metallic) nanowires as an ultra-dense, ordered, intercon-
nected system of electrodes to transduce the response of 
conductometric sensors (receptors). The active sensing sur- 50 

face can, as a non-limiting example, be made from materials 
which can be electrochemically deposited, such as conduct-
ing polymers. Using an electrochemical approach to deposit 
sensing material makes it possible to construct sensors which 
are on the order of a monolayer thick and a few nanometers 55 

wide. Such sensors are sensitive to the presence of a few 
molecules/nM2  (sensitivities on the order of fractional parts-
per-billion). The output of these sensors are electrical signals, 
in a voltage range which can be adapted to match the connec-
tion strategy. With a high-definition series-parallel configu- 60 

ration, the electrical signal from the sensors can be amplified 
while keeping the system defect-tolerant. 

In one aspect, a nanowire sensor array known as an "in-
plane" model is disclosed, comprising a nanowire sensor 
system where metallic nanowires makeup electrical contacts 65 

to active sensing surfaces made from conducting polymers. 
As depicted in FIG. 1, an exemplary sensor system 100 com- 

8 
prises an array of nine distinct subunits 102, each occupying 
an area of one micrometer square. The sensor array has a total 
footprint of 20 square micrometers. Each subunit 102 is a 
nanowire-sensor system with a unique sensing material and 
overlapping sensor responses to various analytes (stimulus). 
The nine subunits of sensors with overlapping sensitivity 
allow for the identification of compounds for which response 
patterns are known. 

FIG. 2 further illustrates the structure of a subunit in the 
"in-plane" sensor array. The subunit 102 comprises a nanow-
ire-sensor system, where the nanowires 202 within the sub-
unit 102 are connected in a series-parallel configuration. 
Additionally, the sensor surface 204 deposited on each 
nanowire is visible. FIG. 2A depicts the structure of the 
subunit 102 by illustrating the vertical, series parallel, align-
ment of the nanowires 202 between the silicate substrate 206, 
and further showing the deposition of the sensor surface 204 
on the nanowire. FIG. 2B is a side-view illustration of a 
sub-unit of the "in-plane" nanowire sensor array as was 
shown in FIG. 2A, with corresponding reference numerals. 

Active sensing surfaces can be fabricated from conducting 
polymers or conducting polymer composites sensitive to a 
broad array of organic and inorganic compounds. The mod-
eling component utilizes molecular modeling of analyte-sen-
sor interaction to select materials and simulate array 
responses. This model is also useful for deconvolving the 
response pattern of an unknown compound for characteriza-
tion of that compound. 
Electrochemistry of In-Plane Model 

In one aspect, as a non-limiting example, an array of 
nanowire sensors consisting of nine distinct sensing subunits 
is fabricated by integrating electrochemical processes with 
lithographic techniques. These electrochemical processes 
including anodizing alumina nanotemplate, electrodeposi-
tion of nanoelectrodes, and electrodeposition of sensing 
materials (polymerization of conducting polymer, electro-
plating of metals, co-deposition). The primary lithographic 
approach to be used is e-beam (electron) lithography. 

FIG. 3A illustrates the first act in a fabrication scheme in 
accordance with one aspect of the present invention. Note that 
throughout the discussion of the device fabrication, non-lim-
iting examples of typical materials used for device fabrication 
are provided, and that other materials couldbe used, as known 
by those of skill in the art. The first act comprises forming an 
alumina nanotemplate 300 with a layer of sputtered gold 302 
on the bottom. A cross section view of the nanotemplate 300 
further demonstrates the placement of the layer of sputtered 
gold 302 on the bottom of the substrate. Anodized alumina is 
used as a desirable template material. Straight, ordered pores 
of diameters of 10-200 nanometers can be fabricated with 
ultra high density pore structures (10 10  to 10 12  crri 2). Unlike 
track-etched membranes, anodized alumina pores have little 
or no tilt with respect to the surface, resulting in an isolated, 
non-connecting pore structure. Anodized alumina is also 
preferable due to its properties of being electrically insulating 
(10 18  ohm-cm), optically transparent over a wide energy band 
range, chemically stable, and compatible with CMOS pro-
cesses. 

Anodization of aluminum foil or of an aluminum film on 
silicon oxalic or sulfuric acid results in highly ordered hon-
eycomb structures, as is shown in FIG. 4. After anodization, 
the resulting nanopores 400 are visible within the alumina 
template 402. Pore dimensions of 10 nanometers to 200 
nanometers can be controlled by adjusting anodizing solution 
composition and applied current density. Aluminum thin 
films are preferable because they can be made on a silicon 
substrate, thus they are integrateable with electronic devices. 
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In one aspect, prior to anodizing, the aluminum thin film is 	cross-plane model, where the conducting polymer sensor 

patterned with parylene using lithography to define sensing 
	

layer 602 lies in the middle of the nanopore 604, with a 
sub-units and then anodized to form highly ordered ultra high 

	
metallic contact layer 606 on the top and bottom. The nanow- 

density alumina nanopores. 	 ires are contacted on top and bottom by pattern metallization 
The next act is the electrochemical deposition of nanow-  5 in a series-parallel fashion for signal amplification and fault- 

ires, as illustrated in FIG. 3B. Nanoelectrodes are fabricated 
	

tolerance. In the cross-plane model, the substrate is etched 
by filling the nanopores 304 with gold, platinum or other 	away to expose the surface of each individual sensor layer. 
conducting material. Nanowires are formed by electrodepo- 	The cross-plane model thus allows each nanowire to be an 
sition. Some of the advantages of electrodeposition include 

	
independent sensor and exposes more surface area of the 

room-temperature and ambient-pressure processing, low io sensor layer. 
energy requirements, fast deposition rates, and inexpensive 

	
The present invention discloses a method of fabricating the 

materials. In one aspect gold and platinum are chosen as 	cross-plane model, as illustrated in FIGS. 7A-7T. The first 
materials for the nanoelectrodes for electropolymerization, 	five steps of the cross-plane approach are similar to those of 
since they have high chemical stability and good conductiv- 	the in-plane approach. In the first step, as illustrated in a 
ity. Nanowires are grown by immersing the alumina nanotem-  15 perspective view in FIG. 7A and in a side-view in FIG. 713, a 
plates with a gold contact layer into a plating bath. Nanowires 	template 700 with an aluminum substrate 704 is patterned and 
grow from the gold contact up through the nanopore. FIG. 5 

	
masked using e-Beam lithography, resulting in an exposed 

shows electrodepo sited gold nanowires 500 made in commer- 	anodized aluminum 706 and nanopores 708, as depicted in 
cially available Whatman Anodisc templates. As a non-lim- 	FIG. 7C and FIG. 7D. Next, as shown in FIG. 7E and FIG. 7F, 
iting example, the material used for the nanowires is gold or 20 a patterned metallic contact and interconnect layer with a 
platinum. 	 Si3N4  insulating layer 710 is deposited between the alumi- 

After nanoelectrodes have been electrodeposited, FIG. 3C 
	

num layer 704 and metal contact layer 712. The metal contact 
depicts an act of flipping over the substrate to expose the 

	
layer is typically formed of platinum or gold. Next, a thick 

sputtered gold layer 302. Next, as shown in FIG. 3D, e-beam 
	

insulating substrate 714 is vacuum-deposited to support the 
lithography is used to disconnect individual nanoelectrodes 25 entire structure, as illustrated in FIG. 7G and FIG. 7H. 
and pattern new, selective, interconnects 306. In one aspect, 	Next, as depicted in FIG. 7I and FIG. 77, the metal nanow- 
the silicon substrate is etched through to separate nanoelec- 	ire 716 is electrochemically deposited in the nanopores 708 
trodes. In order to maintain a robust sensing unit, the nanow- 	from a solution of liquid electrolyte. 
ires should not be released from the template. 	 Now, as illustrated in FIG. 7K and FIG. 7L, a conducting 

FIG. 3E depicts the act of flipping the substrate again, and 30 polymer sensing layer 718 is deposited on the nanowire 716 
depositing the sensing surface 308. In one aspect, sensing 	using electropolymerization. As shown in FIG. 7M and FIG. 
surfaces such as conducting polymers are electrodepo sited on 

	
7N, a second nanowire 716 is electrochemically deposited on 

selected sub-unit areas. An electric field between electrodes 	the polymer sensing layer 718, after which the top nanowire 
guides the growth direction of the electrodepo sited material 

	
layer 716 is masked and patterned with e-Beam lithography, 

to form an electrical nano-contact made of the sensor mate-  35 as depicted in FIGS. 70 and 7P. In the next step, as illustrated 
rial. 	 by FIGS. 7Q and 7R, the top layer of non-anodized aluminum 

Sensing films only grow on the nanoelectrodes which are 
	

is selectively etched using HgC1 2 . Finally, as shown in FIGS. 
energized during electrodeposition. Thus, the polymer is not 

	
7S and 7T, the alumina substrate is partially removed to 

deposited on subunits which are held at an appropriate poten- 	preserve the structural integrity of the now-complete subunit 
tial (to protect the surfaces) during the electrodeposition pro-  40 of the nanowire sensor array. 
cessing. Thus, several distinct subunits, each with a different 

	
(3) Discussion--Controllable Growth of Individually 

conducting polymer sensing material, can be created without 
	

Addressable Nanowires 
masking the surface of the substrate. One skilled in the art will 

	
In this version of the fabrication method, one nanowire is 

appreciate that previously deposited surfaces and bare nano- 	formed with conventional semiconductor processes includ- 
electrodes require protection during deposition. Approaches 45 ing metal deposition, dielectric deposition, e-beam lithogra- 
to protection include adjusting the electrolyte composition, 	phy, and electrochemical deposition. The present nanowires 
adjusting the order in which materials are deposited, holding 	are stable under ambient air and aqueous environments. The 
areas to be protected at open circuit or another potential, and 

	
diameter of the nanowire is as small as 80 mu, with a total 

selecting an appropriate material for the nanowires. 	 length of the wire fabricated in this non-limiting example of 5 
Once the sensing surface has been deposited, the electric 50 micrometers. This method can be used to fabricate individual 

field is released, allowing the newly deposited sensing surface 
	

functioning nanowires and could, for example, be used for 
310 to fully form a contact with the nanowires, as illustrated 

	
nanoelectronic devices and sensors. 

in FIG. 3F. 	 A procedure has been developed that allows for single wire 
On completion of electodeposition of sensor material, FIG. 	growth, with a controlled diameter, from patterned channels 

3G depicts how the substrate is again flipped and the contact 55 by e-beam lithography. In the non-limiting example pre- 
side of the nanowire system is re-sputtered with gold 312. 	sented here, the synthesis of palladium nanowires of 80 mn 
FIG. 3H depicts the use of E-beam lithographic to pattern the 

	
diameter with a length of 5 micrometers is shown using a 

contact layer into series-parallel interconnects 314. FIG. 3I 
	

direct growth method between electrodes. Additionally, the 
depicts the resulting subunit (flipped again), complete with 

	
synthesis of polypyrrole nanowires of 500 nm can also be 

the sensor surface 310, the formed nanowire 316 and contact 6o demonstrated. The nanowires are fabricated between elec- 
layer 314 below. 	 trodes using a room temperature, ambient pressure electro- 
Electrochemistry of Cross-Plane Model 

	
deposition technique. This electro-deposition technique 

In another aspect, the present invention provides a "cross- 	allows the nanowires to be directly fabricated between the 
plane" model of the nanowire sensor array, in which conduct- 	electrodes in a channel, eliminating the current need for post 
ing polymer sensor layers are grown within the nanopores 65 assembly, and thus reducing the cost. Additionally, wide 
between two metallic nanowire contacts on the top and bot- 	ranges of sensing materials, such as metals, alloys, metal 
tom. FIG. 6 depicts the nanowire sensor 600 created as a 	oxides, semiconductors, and conducting polymers can easily 
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be fabricated by alternating electrolyte compositions and 
deposition conditions. The disclosed method allows for con-
trollable growth of an individually addressable nanowire sen-
sor array with wires having a controlled diameter and length. 

The processes of cleaning, dry etching, low-pressure 
chemical vapor deposition (LPCVD), lithography, dielectric 
deposition, e-beam lithography, metallization, and electro-
chemical deposition are standard semiconductor fabrication 
techniques. The illustrations in FIG. 8A and FIG. 8B depict a 
version of the process for fabricating the growth of the 
nanowire into a sensor array. In a non-limiting example, the 
silicon substrate 800 is a silicon wafer with (100) orientation 
and a thickness of 350 micrometers having ±10% variation. 
The silicon wafers were prepared with standard RCA clean-
ing (RCA cleaning is named after a cleaning procedure devel-
oped by Werner Kern at RCA laboratories). Next, an insulator 
802 is deposited on the silicon wafer. In one aspect, the 
insulator is one micrometer layer of low-stress silicon nitride 
(Si3N4), which is deposited using LPCVD or oxide diffusion. 
Next, a contact layer 804 is formed. As a non-limiting 
example, the contact layer 804 is a titanium-gold (Ti Au) 
metal film deposited using a liftoff technique. Optimally, the 
thickness of the Ti An layer is approximately 3000 A, 
which has been experimentally shown to given an desirable 
electric readout. 

Next, an electrolyte channel 808 is fabricated. In one 
aspect, a thermal silicon oxide (S1O) deposition technique is 
chosen to fabricate the electrolyte channel due to the advan-
tage of the room-temperature process. The SiO 806 is depos-
ited on top of the contact layer. The silicon wafer is then 
patterned. Next, the silicon wafer is e-beam patterned to 
define the channels with a width of one micron between 
electrodes, and etched using a reactive-ion etch. Electro-
chemical deposition is performed by adding a drop of elec-
troplating solution onto a micron channel region on the wafer. 
As illustrated in FIG. 9, nanowires of palladium (Pd) or 
polypyrrole 900 are electrodepo sited between the electrodes 
902 using an aqueous solution of Pd+2 . The solution is pre-
pared using Pd(NH 2)2(NO2)2(10 g/1), and ammonium sulfa-
mate (100 g/1) adjusted pH 8.0. The electrodeposition based 
on Pd-salt solution used produces a one-directional and 
smooth morphology. Directional and smooth morphology 
provides the ability to produce narrow nanowires. 

FIG. 10 depicts double Pd micronwires 1000 grown on a 
single gold (Au) electrode 1002 having a diameter of one 
micron and a length of five microns. 
(4) Discussion Ion Milling on Steps (IMOS) for Nanowire 
Fabrication 

The disclosed system and method permits the integration 
of nanowires with multilayer structures. Nanowires have 
been fabricated with this technique with diameters as small as 
a few tens of nanometers and lengths as long as millimeters. 
Ion-milling is used to produce fine lines along with high-
aspect-ratio steps of photoresist or polymethylmethacrylate 
(PMMA). 

Space missions, including human exploration, require the 
development of biochemical sensors to find evidence of life 
on Mars, for diagnosis and treatment of astronauts' emerging 
disease, and for environmental control and safety monitoring 
in the spacecraft. The question of the existence of life on Mars 
and elsewhere, and diagnosis and treatment of astronauts' 
emerging disease during their mission are a central focus of 
many of the space missions planned by NASA and other 
space exploration agencies. 

Nanowire-based sensors are ideal candidates to sense 
amino acids and early molecular signatures of astronauts' 
emerging disease because nanowire-based sensors exhibit a 

12 
fast response (<<milliseconds) with a substantially higher 
sensitivity, <10 µM, lower power, nanowatts, with a smaller 
volume than existing sensors. 

Semiconductor and metal nanowires and carbon nanotubes 
5  have been the subject of intense interest as sensors and elec-

tronic devices for high density circuits. The techniques used 
to fabricate these devices have included using an atomic force 
microscope to manipulate individual carbon nanotubes onto 

10 
pre-patterned electrodes, random dispersion of suspended 
carbon nanotubes in solution onto a substrate with pre-pat-
terned electrodes. While these methods have been adequate 
for demonstrating the operational characteristics of indi-
vidual devices, the methods have intrinsic drawbacks of low 

15  throughput and limited controllability, which make them 
unattractive for scaling up for circuits. Attempts to improve 
fabrication controllability have included applying an electric 
field for post-growth alignment metal nanowire arrays on a 
selectively eteched superlattice template followed by manual 

20  transfer to the desired substrate, and fludic alignment of semi-
conductor nanowires on a substrate followed by e-beam 
lithography to form contacts. Additionally, device fabrication 
with controllability, reproducibility, and yield suitable for 
large scale circuits remains a significant challenge. 

25 The disclosed system and method enables fabrication of 
nanowire sensors with controlled dimensions, positions, and 
alignments. The disclosed system and method involves sput-
tering and ion milling on the sidewall of photoresist or 
(PPMA) steps without using e-beam lithography. This dis- 

30 closed system and method enables fabrication of multi-layer 
nanowires with the capability of simultaneously detecting 
multiple chemical species. 

FIG. 13A-13E shows, schematically, the processes to fab-
ricate nanowires as disclosed. A silicon substrate 1300 is 

35  coated with a thin photoresist (or PPMA) 1302 up to 500 
nanometers thick. Then metals 1304, preferably platinum or 
titanium, are deposited using sputtering up to 200 nanometers 
thick. Ion milling is then performed, and the metals are etched 
at normal incidence to produce nanowires 1304 along with 

40  steps in the substrate. Finally, an oxygen plasma is used to 
clean the photoresist 1302 off of the surface. FIG. 13E depicts 
a cross-sectional view of the final structure of the fabricated 
nanowire 1304. FIG. 14 shows SEM pictures of nanowires 
1400 fabricated using IMOS method demonstrating 100 

45 nanometer and 200 nanometer thicknesses of metal nanow-
ires. 

Below is a list of references pertaining to this invention. 
These references may be found in appendix A attached here-
with. All of these references are incorporated herein in their 

50 entirety. 
"Nanowire Sensing Array for Identification of Chemical Spe-

cies," DARPA BAA 03-12, Applications of Molecular 
Electronics Technology (MoleApps). 

"Electrochemically Grown Wires for Individually Address-

55 able Sensor Arrays," Nano Letters, 2004, Vol. 4, No. 3, pp. 
419-422. 

New Technology Transmittal, National Aeronautics and 
Space Administration. 

"Nanowire SensingArray for Identification of Chemical Spe-
60  cies," Broad Agency Announcement 03-12 Application of 

Molecular Electronics Technology, Proposal Abstract. 

What is claimed is: 
1. A method for creating a nanowire sensor array, the 

65 method comprising acts of: 
fabricating a nanotemplate with nanopores on a substrate 

for growing nanowires; 
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electrodepo siting the nanowires within the nanopores on 
the nanotemplate in distinct subunits, each subunit con-
sisting of a plurality of nanowires and having two con-
tact sides; and 

electrodepo siting a sensor layer on top of the nanowires to 
form a nanowire sensor array; 

wherein in the act of fabricating a nanotemplate, the nan-
otemplate comprises a layer of aluminum on a silicon 
substrate; 

wherein the act of fabricating a nanotemplate further com-
prises an act of patterning the layer of aluminum with 
parylene; 

wherein in the act patterning the layer of aluminum with 
parylene, an aluminum thin film is patterned on a silicon 
substrate using electron-beam lithography to define 
sensing sub-units. 

2. A method for creating a nanowire sensor array as set 
forth in claim 1, wherein in the act of fabricating a nanotem-
plate, a portion of the layer of aluminum is anodized to form 
nanopores, thereby creating a portion of a nanotemplate of 
anodized alumina and a portion of a nanotemplate with unan-
odized aluminum, the anodized portion having the nanop-
ores. 

3. A method for creating a nanowire sensor array as set 
forth in claim 2, wherein the act of electrodepo siting the 
nanowires within the nanopores on the nanotemplate further 
comprises an act of depositing an insulating layer on a surface 
of the portion of the nanotemplate with unanodized alumi-
num. 

4. A method for creating a nanowire sensor array as set 
forth in claim 3, wherein the act of electrodepo siting the 
nanowires within the nanopores on the nanotemplate further 
comprises an act of depositing a patterned metallic contact 
layer on the nanotemplate. 

5. A method for creating a nanowire sensor array as set 
forth in claim 4, wherein the act of electrodepo siting the 
nanowires within the nanopores on the nanotemplate, further 
comprises an act of vacuum depositing a thick insulating 
substrate to support the substrate. 

6. A method for creating a nanowire sensor array as set 
forth in claim 5, wherein the act of electrodepo siting the 
nanowires within the nanopores on the nanotemplate, further 
comprises an act of immersing the nanotemplate in a plating 

14 
bath of a contact material to allow the contact material to grow 
up through a nanopore and create a nanowire. 

7. A method for creating a nanowire sensor array as set 
forth in claim 6, wherein in the act of electrodepo siting the 

5  sensor layer, e-beam lithography is used to disconnect indi- 
vidual nanowires and create new, selective interconnects. 

8. A method for creating a nanowire sensor array as set 
forth in claim 7, wherein in the act of electrodepo siting the 
sensor layer, the sensor surface layer is electrodeposited in 

10 
selected sub-unit areas to form an electrical nano-contact 
made of sensor material. 

9. A method for creating a nanowire sensor array as set 
forth in claim 8, wherein the act of electrodepo siting the 
sensor layer, further comprises an act of creating an electric 

15  field during electrodeposition of the sensor surface layer to 
guide directional growth of the electrodeposited material. 

10. A method for creating a nanowire sensor array as set 
forth in claim 9, wherein the act of electrodepo siting the 
sensor layer, further comprises an act of holding select sub-
units at an appropriate electrical potential to prevent elec- 

20 
trodeposition of a particular sensor surface on the select sub-
units, such that distinct subunits can be created with different 
sensor surfaces. 

11. A method for creating a nanowire sensor array as set 
25  forth in claim 10, further comprising an act of coating a 

contact layer on at least one contact side of at least one subunit 
after the act of electrodepo siting the sensor layer. 

12. A method for creating a nanowire sensor array as set 
forth in claim 11, further comprising an act of patterning at 
least one contact side in a selected series-parallel configura- 

so tion after the act of electrodepo siting the sensor layer. 
13. A method for creating a nanowire sensor array as set 

forth in claim 12, wherein in the act of electrodepo siting the 
sensor layer, the sensor layer is a conducting polymer selected 

35  from a group consisting of polyanilines, polythiophenes, 
polypyrroles [1,2], conducting polymer-metal oxide, and 
polymer-metal composites. 

14. A method for creating a nanowire sensor array as set 
forth in claim 13, wherein in the act of depositing the pat-
terned metallic contact layer on the nanotemplate, the pat- 

40 
terned metallic contact layer is formed from a material 
selected from a group consisting of gold, platinum, nickel, 
and palladium. 
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